
Method for producing nanostructured silver, in which silver nanoparticles are synthesized using 

polyvinylpyrrolidone as stabilizer. Synthesis of silver nanoparticles is carried out by electrolysis in 

ultrasonic field under the influence of electromagnetic radiation. 


