
Single-crystal screen of a cathode-ray device contains a thermally conductive, electrically insulating 

single-crystal base, an adhesive layer, a single-crystal cathodoluminescent plate mounted on said 

base, and a conductive mirror coating applied thereto. The cathodoluminescent plate is made of a 

single crystal semiconductor of the A3B5 group. 

 


