
The invention relates to rail vehicles. Lubrication system for the wheel flange of a rail vehicle, the 

wheel sets of which are mounted on bogies attached to the vehicle frame with the ability to rotate 

about a vertical axis, comprises a rigid flange lubricator mounted on a lever that is pivotally 

attached to the bogie frame, and a weight which, together with the weight of the lever, presses the 

aforementioned flange lubricator against the wheel flange. The solid flange lubricator contains, by 

weight, from 8 to 15 percent silicate granules, from 25 to 35 percent monobasic carboxylic acid, 

from 50 to 66 percent bitumen, and up to 1 percent magnesium -ferrous hydrosilicates, or the solid 

flange lubricant contains by weight from 80 to 95 percent oligomers and from 5 to 20 percent 

magnesium-ferrous hydrosilicates. 


